Features & Benefits
Compli hthalate free
REACH Compliant fmm‘u\atiom
No Ozone Depleting S R Q
Chemica\z o 100% Vegan

Made in Canada

Mildew Resistant

b %] B4

- . Bicnhanal A QDAY Skin Safe

Bleach Resistant P2 | No Bisphenol A (BPA) (150 10993-10)

Soft Hand No PBTs [ ] EN71-3 safety for toys

MOMED& Bromine-free, ] Contains bio-based plasticiser
Wheelmark certified no HFRs €3/ derived from sustainably-grown

| Denim-dye S0ya bean oi

B3\ ) transfer resistant

Specification
37em (450 e Fire R(Jtd{ddm\gg D N
137cm (rocm kANRTAS MO MSC 88/26/ADD.2 PART 8 (3.1 & 3.2)

L EN1021 (P &N
No significant wear ENTO2T (Part 1 & 2)

695g/m2 (£45) S e BS 5852 Source 0, 1 (Cigarette & Match)
after 300,000 ¢ ycles NF P 92-503 (M2)
10mm (£01) ASTM G153; Cycle 1, DIN 4102 (B2) Q
e 1000 hrs Min AATCC 4, SN 198'898 & VKF
Adhesion of coatings UV coef =7 Blue Wool Scale mM 03
(Newton/25.4mm) 99% reduction of bacteria S
W: >27 F. >27 on the surface of R118 Annex 6, /, 8

he coated fabric 10 3795 <100mmy/min (FMYSS302)

Recommended Applications

. A Featuring denim-dye
R Y \ transfer resistant top-coat

Contract  Hospitality Marine Outdoor  Automotive Recreational Transport

Care & Cleaning

Denim-dye transfer can be easily removed with soapy water & a soft brush,

Use Bleach (9:1 ratio), Isopropyl Alcohol (70%) or Hydrogen Peroxide (3%) to disinfect, Q
For detailed instructions, visit www.morberneurope.com

Content Backing
Vinyl 100% Polyester

For more information, visit www.morberneurope.com
or email us at europe.sales@morbern.com
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Barley AT-914 Wild Rice AT-917 Envy AT-915

White AT-911 Ecru AT-930 Aluminum AT-928

Chamois AT-910

Denim Dye Transfer & Cleanability Test
“\ MORBERN £ :
EUROPE i | & |

Touch Competitor 1 ompetitor /
Transfer Cleanability Transfer Cleanabili Transfer Cleanabilit g:,e,ima_ijeyil,’;nS‘fj:,,c':j;iaonnabit,?ty toefStToEEﬁ
with soapy water and a soft brush.
11 12 1 12 11 12

Coated fabric samples subject to 1,000 rubs with high-street denim fabric
Results showing before " and after ™ cleaning with soapy water




